
95% Alumina Ceramic

92% Alumina Ceramic

Item

KINGCERA CERAMICS MATERIALS LIST
Density
(g/cm3)

Wear Volume
3(cm )

Compressive strength
(MPa)

Fracture Toughness
(MPa.m1/2)

Rockwell Hardess
(HRA)

99% Alumina Ceramic

Zirconia ceramic

              
 ZTA

Zirconia toughened alumina

            
  ARZ

Alumina reinforced alumina

≥3.8

≥3.6

≥3.8

≥6.0

≥4.1

≥5.4

≥88HRA

≥85HRA

≥89HRA

≥88HRA

≥90HRA

≥90HRA

≥4.1 MPa.m1/2

≥4.0 MPa.m1/2

≥5.0 MPa.m1/2

≥7.5 MPa.m1/2

≥5.5 MPa.m1/2

≥7.9 MPa.m1/2

≥2200 MPa

≥1700 MPa

≥2200 MPa

≥3200 MPa

≥2900 MPa

≥3301 MPa

≤0.017

≤0.04

≤0.014

≤0.007

≤0.009

≤0.0035
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